
Eng. & Tech. Journal, Vol.31,Part (A), No.6 , 2013  
     

1151 
 

Comparative Investigation of Friction Stir Welding and 
Tungsten Inert Gas of 6061T651 Aluminum Alloy on 

Mechanical Property and Microstructure 
 

 
Samer Jasim Mahmood 
Engineering College, University of Nahrain / Baghdad 
Email: samerjasem@yahoo.co.uk 
 
 

Received on: 19/3/2012      &     Accepted on: 8/11/2012 
 
 
ABSTRACT 
      This study has been conducted to investigate the effect of welding process 
parameter on the mechanical properties and microstructure of aluminum alloy 6061, 
using friction stir welding (FSW) and Tungsten inert gas welding (TIG). Different 
friction stir welded specimens were produced by employing variable welding speed 
from 10 to 40 mm/min, and constant rotation speed at 900 rpm. Different mechanical 
tests and microstructure examination were performing to evaluate the joints. The 
experimental results indicate that the welding  process parameters have significant 
effect on mechanical properties of the joints, the best  result of the (FSW) weld achieve 
at 30 mm/min welding speed which give tensile strength 189 MPa, and 55% joint 
efficiency  of the ultimate tensile strength of parent metal. Tungsten inert gas welded 
(TIG) give tensile strength 124 MPa with 37% efficiency of the ultimate tensile 
strength of parent metal. The profile of micro hardness tests is shown variation in the 
hardness through the welding zones the lowest value at heat affected zone which is 60 
HB and the highest value at the nugget zone which is 80HB, but in the case of 
Tungsten inert gas welded (TIG) the micro hardness profile is constant though the 
welded zones and the value of the hardness is very low about 43. The microstructure 
examinations of the friction stir – welded (FSW) are shown three welded zones, first 
fine equated crystalline in the nugget zone, second highly elongated grain with very 
small cells in thermo mechanical affected zone and third slightly elongated coarse 
grain in heat affected zone. For Tungsten inert gas welding (TIG) the microstructure 
contain dendrite structure with black eutectic regions and significant amount of 
aluminum and silicon.  
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 (TIG) التنكستندراسة مقارنة البنیة المجھریة والخواص المیكانیكیة لوصالت لحام 
 6061T651 لسبیكة االلمنیوم , (FSW)والخلط  ولحام االحتكاك

  
 لخالصةا

الدراس  ة لمعرف  ة ت  اثیر ض  روف اللح  ام عل  ى الخ  واص المیكانیكی  ة والمجھری  ة لس  بیكة  اجری  ت ھ  ذة   
عینات . (TIG)ولحام التنكستن (FSW) استخدام اللحام باالحتكاك والخلطوذلك ب 6061T651االلمنیوم 

مل م بالدقیق  ة  40ال ى  10لح ام احتك اك وخل ط مختلف ة انتج ت م ن خ الل توض  یف س رع لح ام متغی رة م ن 
 المجھری ةبنی ة الاختبارات میكانیكیة مختلفة وفحص  وقد اجریتدورة بالدقیقة  900دورانیة ثابتة وسرعة 
روف اللح ام لھ ا ت اثیر كبی ر عل ى الخ  واص النت ائج العلمی ة   تش یر ال  ى ان ظ . ء وص الت اللح ام لتقی یم ادا

مل  م بالدقیق  ة  30 افض  ل نتیج  ة للح  ام االحتك  اك والخل  ط تحقق  ت ف  ي س  رعة خطی  ة.المیكانیكی  ة للوص  الت 
ن مقاوم  ة الش  د النھ  ائي للمع  دن م  % 55 لح  ام ةمیك  ا باس  كال و كف  اء 189والت  ي اعط  ت مقاوم  ة الش  د 

م  ن مقاوم  ة الش  د النھ  ائي % 37میك  ا باس  كال وكف  اءة  124لح  ام التنكس  تن اعط  ى مقاوم  ة ش  د  .االس  اس
ادن ى قیم ة ف  ي ق اللح ام و تغی ر الص الدة خ الل من اط اض ھر اختب ار الص الدة المجھری ة .للمع دن االس اس

ص الدة  80والتي تبل غ  ة اللحامصالدة برنیل واعلى قیمة في منطق 60والتي تبلغ   التاثیر الحراريمنطقة 
لك  ن ف  ي حال  ة لح  ام التنكس  تن تك  ون الص  الدة المجھری  ة ثابت  ة خ  الل من  اطق اللح  ام وتك  ون قیم  ة ,برینی  ل

ھری ة للح ام االحتك اك اختب ارات البنی ة المجت واض ھر.ص الدة برینی ل 43الص الدة منخفض ة ج دا ح والي 
الثانی  ة بل  ورات  مش  كلة ,ف  ي منطق ة اللح  ام  االول ى بل  ورات ناعم  ة ومتس  اویة,ث  الث من  اطق لح  ام والخل ط 

" قل یال الثالثة بل ورات خش نة  طولی ا , اريمع خالیا صغیرة جدا في منطقة التاثیر المیكانیكي والحرطولیا 
داء بنیة ش جیریة م ع من اطق س و  یة المجھریة للحام التنكستن علىالبنوتحتوي  في منطقة التاثیر الحراري

  .كمیة كبیرة من االلمنیوم والسلیكون سھلة االنصھار و
  

INTRODUCTION 
riction stir welding (FSW) is a new solid-state welding method developed by 
The Welding Institute (TWI) in 1991[1]. The basic process involves in rotating a 
tool consisting of a cylindrical shoulder and a pin. The tool is plunged into the 

weld line till the shoulder makes contact with the plate surface. Once the material is 
sufficiently heated due to friction, it reaches plastic stage. The tool then traverses along 
the weld line and the plasticized material is extruded past the rotating pin, while 
constrained between the shoulder and the backing plate thus forming the joint. As FSW 
is a solid state joining technique, it is particularly suited for joining high strength 
aluminum alloys, which were previously considered as unweldable by fusion welding 
techniques [2] In TIG welding, an electric arc is formed between an inconsumable 
tungsten electrode and the workpiece. The arc provides the thermal energy to melt the 
workpieces as well as the filler if necessary. For Al alloys, due to their elevated 
thermal conductivity, the weld penetration remains very shallow: less than 3mm in one 
pass. To enhance the penetration, activated TIG technique (TIG) is used. TIG process 
is a TIG modification where a coating, composed of oxides or halides, is applied on the 
top surface adjacent to the weld joint before welding [3] FSW has several advantages 
over the commonly used fusion welding techniques. Following from its relatively low 
process temperature, below the melting point, the method is suited for joining thin or 
difficult to weld materials. With no melting, the cast microstructure formed during 

F 
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conventional fusion welding is avoided as well as the weld zone shrink from 
solidification. Furthermore, there is limited risk for porosity in the weld zone, which is 
common in fusion welds. The FSW joint is created by friction heating with 
simultaneous severe plastic deformation of the weld zone material. The stirring of the 
tool minimizes the risk of having excessive local amounts of inclusions, resulting in a 
homogenous and void-free weld. Since the amount of heat supplied is smaller than 
during fusion welding, heat distortions are reduced and thereby the amount of residual 
stresses. The deformation control is therefore easier [4]. Bo Li, Yifu Shen [5] studded 
focused on the relationship between primary friction stir welding process parameters 
and varied types of weld-defect discovered in aluminum 2219-T6 friction stir butt-
welds of thick. 

Ratnesh K. Shukla[6] studied microstructure, micro hardness distribution, tensile 
properties and fracture surface morphology of weld butt joints of 6061 T6 aluminum 
alloy. Two different welding processes have been considered: a conventional tungsten 
inert gas (TIG) process and an innovative solid state welding process known as friction 
stir welding (FSW) process .Juan Zhao, Feng Jiang [7] studded the effect of weld by 
FSW and TIG welding on mechanical properties of Al–Mg–Sc alloy. The aim of this 
study is to compare the mechanical properties and microstructure of TIG and FSW 
joints of 6061 aluminum alloy. 
 
EXPERIMENTAL WORK 
Material 
     The 6000 group of aluminum alloys contain magnesium and silicon as major 
alloying elements and widely used for automotive and aerospace structures due to their 
good extrudability, weldability and excellent corrosion resistance, These alloys are also 
age hardenable, and usually heat treated to T6 condition (solution treatment and 
artificially aging) in order to develop adequate strength. Aluminum 6061 is a typical 
alloy of this group and contains Mg–Si alloying elements. It is used both in T4 
(solution treatment and naturally aging) and T6 (Peak aging) temper conditions [8]. 
Materials used in this study were Al6061 T651 Alloy in the form of 6 mm thick plates. 
Chemical compositions of the materials used are given in Table (1).and T651solution 
heat-treated and artificially aged.  
 

Table (1) Chemical composition (wt. %) of Al6061alloy. 
 
Chemical composition wt.% Mg Si Fe Ti Zn Cr Cu Mn Al 

Material 
type 

6061 
Aluminum 
alloy 
(Standard 
ASM)[9] 

0.8-1.2 0.4-0.8 0-
0.7 0-0.15 0-0.25 0.04-

0.35 0.15-0.4 0-0.15 Bal 

6061 
Aluminum 
alloy 
(Measured) 

0.2 0.8 0.5 _ _ _ 0.3 0.07 Bal 
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Welding Processes. 
     The plates of 6061 T651 aluminum alloy were cut and machined to the required size 
(200 mm *100 mm * 6 mm) by power hacksaw cutting and milling machine. Two 
different welding methods, FSW and TIG, were employed. Both FSW and TIG joints 
were made with the welding direction perpendicular to the rolling direction of the 
sheet. A series of welds were produced using friction stir welding tool Shown in 
Figure(1), quantitative information is in Table (2). The friction stir welding process is 
shown in Figure(2). A single pass partial penetration weld using constant tool rotation 
speed 900 rpm and three different welding speeds (10, 20, 30 and 40 mm/min).  
 
      

 
                         Figure (1) Photograph Picture of friction stir welding tool. 
 
 
 
 

Table (2)   Details of the FSW Tool. 
Tool Feature Tool Details 

Shoulder Diameter  (mm) 18 mm 
Concavity 0 

Probe Diameter   (mm) 5 mm 
Probe Length    (mm) 5.5 mm 

Chemical Composition (wt. %) SS434 
0.43%Si,0.47%Mn,16.6%Cr,0.4%Ni,0.7%Mo, 

Coating None 
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                                 Figure (2) friction stir welding process. 
 

TIG joints have been realised with filler material see Figure (3a), with a Ac arc-
welding power source with a 360V input and an air-cooled internal transformer. 
Detailed parameters are: voltage10V, welding current 157–158A, argon as shield gas, 
electrode WP 1.60mm × 1.75mm 4043 filler metal. The rolled plates of AA6061 T651 
aluminum alloy were machined to the required dimensions (200mm*100 mm*6mm).  
‘V’ butt joint configuration, as shown in Figure (3b), was prepared to fabricate TIG 
welded joint. 

 

 
(a) 

PDF created with pdfFactory Pro trial version www.pdffactory.com

http://www.pdffactory.com
http://www.pdffactory.com


Eng. & Tech. Journal, Vol.31,Part (A), No.6 , 2013   Comparative Investigation of Friction Stir              
                                                                                  Welding and Tungsten Inert Gas of 6061T651    

                                                                                               Aluminum Alloy on Mechanical Property  
                                                                          and  Microstructure 

 

1156 
 

 

 
(b) 

 
                           Figure 3 (a) TIG welding process, (b) V butt joint. 
 
Microstructure analysis and hardness measurements 

The specimens have been cut perpendicularly to the weld line for microstructure 
examination, where different grit sizes of sic sandpaper (400, 600, 800, 1000 and 1200) 
were used. Consecutively, specimens were cleaned by water after each grinding steps, 
alumina (aluminum oxide) was used as a polishing abrasives liquid, a good drying after 
washing was done for the specimens, the microstructure constituents of the specimen 
were revealed by using a suitable chemical etching 
(1.0mlHF+2.5mlHNO3+1.5mlHcl+95 ml H2O) for 10 second. 
Tensile test 

The tensile test was carried out by WDW 200 testing machine. Specimen 
dimensions were chosen according to the standard ASTM (B557M-84) [10]. The 
dimensions of the tensile test specimens are shown in Figure (4). 
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                             Figure (4) Dimensions of tensile test specimens. 
 
 
RESULTS AND DISCUSSIONS 
Hardness 

  Brinell hardness was measured with a 500  kg load /10mm ball indenter, hardness 
profiles plotted on Figure(5) demonstrate that the centre of the joints is the weakest 
zone of the welded structures. The hardness decrease is much smaller in FSW nugget 
compared to TIG molten zone. Considering that base metal hardness is around (90-95) 
HB, this decrease is around 11HB in the case of FSW and almost 52HB in the case of 
TIG.  For FSW hardness drops in the heat affected zone (HAZ) due to dissolution (and 
growth) of precipitates. A minimum 70 HB is reached around the weld/HAZ. The TIG 
welded specimens have a larger hardness decrease in the weld than FSW due to 
welding heat and the usage of lower hardness filler metal. The minimum hardness is 43 
HB on the weld centre. The hardness decreases at the beginning of the HAZ followed 
by a small increase and after that another decrease in the area closest to the joint line. 
The hardening effect in the zone within the HAZ bordering the fusion zone is due to 
age hardening, since hardness measurements were made some time after the 
production.  In addition to this,   different values of hardness in the  base metal of the 
two case   because of the amount of heat transmitted from the area of welding to the 
base metal where be higher in fusion welding, causing a decrease hardness of the base 
metal.  
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Figure (5) hardness results of FSW and TIG welding. 

 
Tensile Test 

The tensile test properties such as yield point, percentage of elongation, tensile 
strength of 6061 aluminum alloy joints were evaluated. Three specimens were tested; 
the tensile strength of unwelded parent metal is 340 MPa see Figures (6). However, the 
tensile strength of TIG joint is 124 MPa see Figures (7). This indicates that there is a 
63% reduction in strength values due to TIG welding. Similarly, the tensile strength of 
FSW joints for the four welding speeds (10, 20, 30 and 40 mm/min) are 
(63,130,189,145 MPa) see Table (3) .The highest tensile strength occurred with the 30 
mm/min welding speed Figure (8). Of the two types of welded joints, the joints 
fabricated by FSW exhibited a relatively higher joints efficiency (55%), and the joint 
fabricated by TIG exhibited a relatively lower joint efficiency is 37%. 
 
 

Table (3) the tensile strength of the weld joints. 

Weld Type welding speed 
(mm/min) 

tensile strength 
(MPa) 

Joint Efficiency in term of 
tensile strength (%) 

PM -- 340 -- 
FSW 10 63 19 
FSW 20 130 38 
FSW 30 189 55 
FSW 40 145 42 
TIG -- 124 37 
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                     Figure (6) stress- strain curve for unwelded parent metal. 
               

 
                                Figure (7) stress- strain curve for TIG joint. 
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                           Figure (8) stress- strain curve for FSW joint. 
 
Microstructure Results 

  Microstructure of the joints was examined at different locations, but most of the 
tensile specimens failed in the weld metal region, and the optical micrographs taken at 
the weld metal region for comparison purpose see Figure (9) Microstructure of 
6061T651 Aluminum Alloy. In friction stir welding the grain structure can be divided 
in to several major zone Figure (10): (i) fine equated crystallites in the nugget at the 
weld center nugget zone NZ (ii) highly elongated grain with very small cells retreating 
and advancing side thermo mechanical affected zone TMAZ,and (iii) slightly 
elongated coarse grain in the heat affected zone (HAZ) and base metal (BM).in  
microstructures of Al6061 alloy in as-welded condition are shown in Figure(11) . 
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Figure (9) Microstructure of 6061T651 Aluminum Alloy. 

 
Figure (10) Microstructure of FSW joint. 
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The fusion zone of TIG joints Figure (10) contain dendrite structure and this may 
be due to the fast heating of base metal and fast cooling of molten metal due to welding 
heat. It is obvious that black eutectic regions consist of significant amount of Al and 
Si. As 4043 filler metal consists of 5 wt. % silicon. 

          
 

 
 

Figure  (11) microstructure of weld zone of TIG joint. 
 
   The weld region of FSW joint contains very fine, equiaxed grains and this may be 
due to the dynamic recrystallisation that occurred during FSW process [11]. The 
friction stir weld shown in Figure (12) has a severe flash defect. Under the high 
pressure of tool-shoulder, the large mass of flash is ejected to the outside. On the other 
hand, the flash is due to the softening of the metal by the excess tool-shoulder 
frictional heat input during the FSW.  
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Figure (12) Flash formations during FSW at 10 mm/min  

welding speed. 
 
      The microstructure of a tunnel defect at transverse cross-section is given in 
Figure(13). Around the tunnel defect. Obviously, the formation of tunnel defects is 
caused by inadequate material stirring or mixing. The material flow direction on the 
horizontal plane is firstly from the advancing side to the retreating side of friction stir 
welds [5]. Figure (14) shows the sample of the FSW joint, it contains porousor void 
Formation on nugget zone and small cracks on the thermo-mechanically affected zone. 
 

      
               Figure (13) tunnel defect                                         Figure (14) void Formation 

during FSW at 10 mm/min welding speed.          during FSW at 1 mm/min welding speed. 
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CONCLUSIONS 
     The influence of two joining methods, i.e. fusion (TIG) and solid-state (FSW) 
welding processes, on both microstructure and mechanical properties of AA6061145 
aluminum alloy was investigated. 

1) The maximum weld strength obtained in this study was (186 Mpa) and (55 %) 
weld efficiency in the weld using FSW joint. 

2) Higher heat intensity in the TIG process negatively affects of the mechanical 
properties of the welded material. Where Hardness change in the welded 
material is affected by the amount of the heat input during the welding process. 

3) Hardness is lower in the weld center region compared to the HAZ and BM 
regions irrespective of welding technique. The hardness values are recorded in 
the TIG joints are lower than that recorded in the FSW joints. 

4) The formation of fine, equiaxed grains and uniformly distributed, very fine 
strengthening precipitates in the weld region are the reasons for higher tensile 
properties of FSW joints compared to TIG joints. 
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