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ABSTRACT 
      The electrolysis of methanol was used to deposit diamond-like carbon (DLC) film on an-
type Si (100) substrate under constant voltage (1200V) at ambient pressure and 
temperature40oC. The surface morphology and composition of the synthesized film was 
characterized by scanning electron microscopy (SEM), energy dispersive x-ray (EDX), atomic 
force microscopy (AFM), and Raman spectroscopy.Deposited DLC film has a compact 
structure of dense grains, and the film contained irregular shape particles (clusters) of DLC. 
Raman spectraconfirmed that the DLC film contains carbon atoms with sp3hybridization.  
Keywords: Electrolysis, diamond - like carbon (DLC), thin film, Raman spectra 

 
INTRODUCTION 

iamond like carbon (DLC) is a metastable form amorphous carbon containing a 
significant fraction of (sp3) bond. DLC is characterized by high mechanical hardness, 
chemical inertness, optical transparency, wide band gap semiconductor of (1-4 eV), low 

mobility semiconductor and low electron affinity. The wide properties range of DLC is coming 
from atomic orbitals are hybridized during making chemical bonds and the complex structure 
involving different bonding configurations, and the incorporation of hydrogen in the films [1-3]. 
Therefore DLC film was used in various applications such as protective coatings, magnetic 
storage disks, and biomedical coatings, additionally DLC films used as semiconductors coatings 
for electronic application [4-6].  
Various synthesis methods have been studied for fabricating DLC films.The using of CVD 
method is hypothesized that hydrogen is necessary for the formation of sp3 bond in DLC films. 
PVD method based on energetic ablation of carbon like pulsed laser deposition (PLD) 
demonstrated that hydrogen is not necessary for the formation of sp3 bond[7]. 
The disadvantages of these depositions are using high voltage, high vacuum and therefore high 
cost. Electrodeposition is offered a novel route to synthesis DLC films. The electrodeposition 
methods, compared with (CVD) and (PVD), have demonstrated some obvious advantage in 
terms of simple setup, low temperature and low cost [8]. 
The first attempt to deposit diamond phase carbon films from an organic solution (ethanol) was 
achieved by Namba [9], who was successfully deposited DLCfilm on single crystal silicon 
substrate at a temperature less than 70C0. Suzuki et.al[10]deposited carbon films by electrolysis 
of water ethylene glycol solution. Zhang et al.prepared DLC films on Si substrate by 
electrodeposition from solution of acetonitrile and deionized water as electrolyte under low 
voltage [11]. Raid A. Ismail et.al [12] deposited DLC films by electrolysis of ethanol with 
different volume ratios of methanol at 60 oC. In this study, thin film of DLC has been deposited 
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on Si substrate by electrodeposition technique using electrolysis of methanol, and the structural 
properties of DLC film were investigated. 
 
Experimental 
A setup similar to that in figure (1) was used to deposit the DLC thin films.The beaker was open 
and the deposition was carried out under atmosphere pressure and bath temperature set at 40°C 
by providing an external water jacket. 
 

 
Figure(1)Schematic diagram of the experimental setup [12]. 

 
     Single crystallinemirror-like Si (100) n-type substrates with resistivity of (0.5-3) Ω.cm and 
size of 5mm x20mm x 0.5mm was mounted as cathode. The native oxide layer was removed 
from silicon substrates prior to deposit by dipping in HF 20% for 5 minutes and subsequently 
cleaned by ultrasonic treatment in ethanol.A high purity graphite plate was used as anode with 
distance adjusted to be 1.5mm to the cathode. DC power supply was used to provide a constant 
voltage of 1200V. Analytically pure methanolwas used as electrolytesolution. By using He-Ne 
laser (632.8 nm), the thickness was calculated by using the equation1 [13]: 
  

 

 

  

 
         ……(1) 

Where 
d: thickness of the film (nm) , λ: Laser wave length (nm) 
∆x: the distance between two fringes (dark region), x: light fringes width. 
Surface morphology of DLC film was investigated by using FESEM (JSM 6500F thermal field 
emission scanning electron microscope) and AFM (SPM AA3000, Angstrom Advanced Inc., 
2008, USA, Contact mode). EDX was used to study the chemical composition of the DLC film. 
Raman spectrum was employed using (RenishawinVia Raman microscope with 514nm 
wavelength) to investigate how the carbon atoms are bonding in the deposited DLC film. 
 
Results and Discussion  
The applying of high potential, the dipoles (methanol molecules) in the electrolytes align 
themselves in the direction of the field to minimize the energy, the high field leads to partial 
breakdown of the electrolyte, the decomposition (ionization) of CH3OH in liquid phase:  
CH3OH → CH3O- + H+  [14] 
CH3OH → CH3

+ + OH-       [15] 
 
In this work, gas bubbles could be recognized on both electrodes, which mean; two types of 
ionization have been taken place in the electrolytes. The H+ and CH3

+ ions are absorbed on the 



Eng. &Tech.Journal, Vol.34,Part (B), No.5,2016         Preparation and Characteristics Study of Diamond - Like                    
                                                                                        Carbon (DLC) Film onn-Si Substrates by Electrolysis of    

                                                                                                Methanol 
 

 

705 
 

negative electrode (substrate), the DLC films will be generated on the substrate surface via the 
reactions of the CH3

+ groups with each other (quickly coalesce and nucleate) to form carbon 
network.   
CH3

+ + ne → DLC (on cathode) 
The H+ ions take electrons and convert to H gas. On the other hand the CH3O- and OH- ions 
reach the anode and reaction occurs between them to produce CH3OH and O gasses. Another 
reaction takes place during the ions migration between H+ and OH- ions and this reaction led to 
produce H2O molecules, H+ may react with CH3OH to produce CH3

+ and H2O.Therefore the 
electrical resistance of the electrolyte will reduce and this explains the increase in current during 
the deposition process as it shown in figure1.  
 The figure(2a) shows the variation of the current density with deposition time.It is 
obvious that the current density of the electrolyte solution increases within the first of two hours 
and then decreased slowly with deposition time. This could be due to the increase in the 
electrode resistivity after the deposition of DLC and also due to the continuing addition of 
electrolyte to compensate the loss because of evaporation. It could be assumed that there is a 
series resistors:  Ranode ,Rcathode , and Relectrolyte , the resistance of cathode increases with the 
increase of DLC thickness, the electrolyte resistivity decreases because of the chemical reaction, 
and water production. 
 DLC film thickness was increased with the deposition time, the deposition rate was 
30.4nm/h, which calculated from figure (2b).The deposited DLC film has a pale brownish color 
and that results agree well with other studies [16,17]. 
 

Figure(2) a: Time dependence of the current density, b:Deposition Rate of DLC films 
 
Figure(3) showed the SEM image, the deposited DLC film has a compact structure of dense 
grains, and the film contained irregular shape particles (clusters) of DLC (as proved by EDX) 
with sizes about several tens of nanometers, this result agrees with those reported by Ismail et.al 
[18] and Honglertkongsakul et.al [19]. 
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Figure (3) SEM images of DLC film. 
 

The applying of EDX spectrum, the chemical composition of the deposited DLC film was 
extract, a typical EDX pattern of the DLC film was shown in figure (4), it could be seen that 
mainly existence four bands belong to carbon, oxygen, gold ,and silicon. The oxygen existence 
could be due to keep the film in air or from the solution [20,21], the presence of gold band 
at~2.2keV results from the sputtered gold film which was used to improve the SEM images. 
 

 
Figure (4) EDX Spectrum of the DLC film 

 
The irregular small clusters on the film have the same composition of DLC surface with a 
higher oxygen percentage and lower carbon percentage as illustrated in Table 1.  
 
 

Table (1) EDX results of the DLC films 
Sample 
name 

C O Si 
Weight% Atomic% Weight% Atomic% Weight% Atomic% 

DLC 
surface 33.47 52.29 6.48 7.6 60.04 40.11 

DLC 
cluster 21.49 36.01 14.31 18.00 64.20 46.00 

DLC clusters 

DLC film 
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The AFM investigation illustrated in figure 5which shows the 3D image and particle size 
distribution of the deposited DLC film, the film was uniform and composes of non-spherical 
grains. The average grain size was (58.14nm) and the root mean square roughness was 
0.712nm. Deposited DLC film showed Gaussian distribution (normal distribution). 
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Figure (5) 3D AFM image of the DLC(a) and the grain size distribution(b) 
 
Raman spectrum of DLC film on silicon substrate deposited at 40 oC and 1200 volt is shown in 
figure 6, this spectrum can be deconvoluted into three peaks: The G peak (centered at 
approximately 1656 cm-1 ) is responsible for graphite-like layers of sp2microdomains (1580 cm-

1), while the D peak (centered at 1311cm-1) may be referring to the presence of cubic diamond 
structure (1332cm-1), or (1305cm-1) which refers to a hexagonal diamond, or (1180cm-1) refers 
to nanocrystalline diamond or hexagonal diamond or sp3- rich phase [22-24].The high intensity 
of D peak relative to G peak mean that film has amount of (sp3-carbon atom) higher than (sp2-
carbon atom) [12].The (Id/Ig) or (sp3/sp2) ratio for the deposited DLC film was approximately 
1.1, and this meansthe number of sp3 carbon atoms slightly larger than the sp2 carbon atoms in 
the deposited DLC film [25].  There was another broad peak at ~ 1450 cm-1 for the deposited 
film assigned to amorphous diamond-like carbon [26,27], or could be ascribed to a tetrahedrally 
bonded diamond precursor phase [28,29]. This peak may also be assigned to the symmetrical 
deformation frequency of C-CH with sp2-hybridized C-C bonding (from the -CH2- various 
stretch vibration mode). This can be explained on the basis that some alkyl structures in the 
films and the films are hydrogenated diamond-like carbon [26,28]. 
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Figure (6) Raman spectrum of DLC film 

 
The FTIR absorption spectrum of the DLC film deposited from methanol is presented in figure 
(7). 

 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
Figure (7) FTIR absorption spectrum of the DLC films 

 
The deposited DLC film has uncertain peak at 2960 cm-1 within the shoulder of the peak 
centered at 2924 cm-1 due to sp3-CH2 (asymmetric vibration) [1,30,31]. Table (2) illustrates all 
the predicted and observed frequencies of the deposited DLC film. It could be easily concluded 
that deposited DLC film is hydrogenated, and the peak intensity depends on the existing of the 
type of carbon hybridization, and the hydrogen amount. 
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Table (2) Absorption bands of the prepared DLC films [1,30,31]. 

Configurations Observed wave no.    
(cm-1) 

Predicted wave no.  
(cm-1) Samples 

sp3 CH2 (symmetric) 
sp3 CH 

sp3 CH2 (asymmetric) 
sp3 CH3 (asymmetric) 

2860 
2906 
2924 
2960 

2855 
2915 
2925 
2960 

M100E0 

 
CONCLUSIONS 
      DLC films were synthesized by electrodeposition under constant voltage 1200V and 
temperature 40oC, on silicon substrates, the electrolyte was the pure methanol. DLC film 
composes of a compact, and homogeneous grains, the surface contain irregular small clusters of 
DLC. The EDXpattern of the DLC film shows the mainly existence four bands belong to 
carbon, oxygen, gold, and silicon.A Raman spectrum shows that deposited DLC film has a 
mixture of sp2 and sp3 bonded carbon, and it was amorphous. FTIR spectrum ensures that DLC 
film was hydrogenated. 
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