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Abstract 

Experimental results of this work in addition to a wide range of data from previous work 
were analyzed to study the mechanical properties and strength of high-strength concrete with and 
without fibers. Different types of steel fibers (straight, hooked, duoform, crimped) with a volume 
fraction ranging from 0 to 2 percent were studied. The concrete compressive strength ranged from 41 
to     115 MPa. The influence of fiber on the compressive strength, axial strain, modulus of elasticity, 
Poisson's ratio, modulus of rupture, and splitting tensile strength, were studied. In addition to that, 
size effect of control specimens on high-strength fiber reinforced concrete materials, was observed. 
The main conclusion indicates that high-strength concrete (HSC) properties, especially with fibers 
are significantly different from normal-strength concrete (NSC). 
 
Keywords: .axial strain, compressive strength, fiber reinforced concrete, high-

strength concrete, modulus of elasticity, modulus of rupture, Poisson's 
ratio, splitting tensile strength, steel fibers, size effect. 

  
  مقاومة والمسلحة باألليافالخواص الميكانيكية للخرسانة عالية ال

  
  الخالصة 

تم تحليل النتائج العملية لهذا البحث باإلضافة إلى مدى واسع من النتائج العملية لبحـوث  
تمت دراسـة  . سابقة لدراسة الخواص الميكانيكية للخرسانة عالية المقاومة مع أو بدون األلياف

لقـد  %. 2تتراوح بين صـفر إلـى   أنواع مختلفة من األلياف الحديدية وبنسب حجمية مختلفة 
  . MPa 115إلى  41تراوحت مقاومة الخرسانة من 

تمت دراسة تأثير األلياف الحديدية على مقاومة اإلنضغاط ومعامل التصدع ومقاومة اإلنشطار 
باإلضافة إلى ذلك تمت دراسة تأثير حجم . ومعامل المرونة واإلنفعال المحوري ونسبة بواسون

وتشير نتائج البحث إلى أن الخواص الميكانيكية للخرسانة عالية . الفحوصاتالنموذج على نتائج 
 .خصوصاً بوجود األلياف تختلف بشكل واضح عن الخرسانة ذات المقاومة اإلعتيادية, المقاومة

 
Introduction  

The term high-strength 
concrete (HSC) is generally used for 
concrete with compressive strength 
higher than 41 MPa(1). The use of 
HSC has steadily increased over the 
past years, which leads to the design 
of smaller sections. This in turn 
reduces the dead weight, allowing 
longer spans and more usable area of 
buildings. Reduction in mass is also 
important for economical design of 
earthquake resistant structures(1-4). 
Such advantages outweigh the higher 
production cost of HSC. 

HSC is a brittle material, and 
as the concrete strength increases the 
post-peak portion of the stress-strain 
diagram almost vanishes or descends   
steeply(1,3-8). The increase in concrete 
strength reduces its ductility, and this 
is a serious drawback for the use of 
HSC. A compromise between these 
two characteristics of concrete 
(strength and ductility) can be 
obtained by adding steel fibers. 
Addition of fibers to concrete makes 
it more homogeneous and isotropic 
and transforms it from a brittle to a 
more ductile material(4). When 
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concrete cracks, the randomly 
oriented fibers arrest a 
microcracking mechanism and limit 
crack propagation, thus improving 
strength and ductility. Previous 
researches indicate that while 
keeping other parameters constant, 
the ductility of high-strength fiber 
reinforced concrete (HSFRC) may 
be several times greater than that of 
plain HSC(4,9,10) . 

As is common with many new 
materials, i.e. the use of HSC 
requires full information on its 
engineering properties(11).  

The main objective of this 
paper is to study the mechanical 
properties of (HSFRC) materials. 

In this work a total of 312 
HSFRC specimens were prepared 
and tested to determine the 
compressive strength, modulus of 
elasticity, axial strain, Poisson's 
ratio, modulus of rupture, and 
splitting tensile strength. In addition, 
data from previous researches(4,5,7,12-

22) were gathered with the results 
obtained from this work and 
analyzed, to study the mechanical 
properties of HSC and the effect of 
including steel fibers on these 
properties. 
Research Significance 

HSC joint tests with and 
without fibers, possess properties 
that are significantly different from 
normal-strength concrete (NSC) 
materials(4,11). This paper presents an 
experimental investigation of the 
mechanical properties of HSC, and 
studies the effect of addition of steel 
fibers on improving these properties. 

Data form previous work(4,5,7,12-

22) in addition to the data obtained 
from this work were gathered and 
analyzed to propose equations 
representing the engineering 

properties of HSC and the effect of 
steel fibers on it. 
Experimental Program 

This study is a part of a broad 
research program on material and 
structural properties of 
HSFRC(10,12,13) . In this paper, various 
properties of HSFRC are reviewed 
and the applicability of the current 
and proposed expressions for 
predicting the properties of HSFRC 
are examined. 
Materials 

HSFRC has been produced 
using certain proportions of steel 
fibers, fine aggregate, coarse 
aggregate, and paste. The paste 
consists of cement, water, and 
superplasticizer. In the testing 
program, the concrete matrix 
compressive strength was kept 
constant, and the variables were the 
fiber type and fiber volume fraction. 
The mix proportion by weight was 
1:1.24:1.86:0.285:0.05 for the 
cement, sand, gravel, water, and 
superplasticizer, respectively. 
Ordinary Portland cement (type I) 
with a content of 550 kg/m3 was 
used. Al-Ukhaidher natural sand 
with a fineness modulus of 2.5 and a 
bulk specific gravity of 2.6 was used. 
Natural river gravel with a maximum 
size of 10mm and a bulk specific 
gravity of 2.7 was used. Steel fibers 
of 1100 MPa tensile strength were 
used. The straight fibers had a length 
of 25.4mm, a diameter of 0.4mm and 
an aspect ratio (L/D) of 63.5; while 
the hooked fibers had a length of 
50mm, a diameter of 0.5mm and an 
aspect ratio of 100. 

Due to the relatively low water 
and high cement contents, and the 
absence of larger coarse aggregate, 
the efficient mixing of HSC is more 
difficult than conventional concrete. 
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For this reason, a superplasticizer 
(Melment L-10) was used and the 
mixing time was increased to 
produce uniform concrete without 
any segregation. There was no 
evidence of balling through mixing 
procedure. And in order to gain 
stronger concrete, all specimens 
were covered with wet burlap for 56 
days, and dried for 14 days before 
testing. 
Test Results 

All test results are summarized 
in Table-1, while graphical 
representations of these results are 
displayed in Fig's. (1-17). A total of 
312 specimens were tested in this 
investigation. 

One of the major problems in 
fiber reinforced concrete (FRC) is 
how to represent the effect of 
including fibers, in the concrete 
matrix, in estimating the mechanical 
properties of HSFRC. 

The fiber factor (F) is the most 
reliable solution for this problem; F  
can be expressed as follows: 
 

DLbVF ff /..=            ..……   (1) 
 
where: 
 
Vf is the fiber volume fraction, bf is 
the fiber bond factor, and L&D are 
the fiber length and diameter, 
respectively. 

This nondimensional factor 
represents the effect of fiber 
powerfully, as it represents the fiber 
in its volume fraction, bond factor, 
and aspect ratio. Thus F can be used 
to represent any type and volume 
fraction of fibers. 

This study is a part of a broad 
research program on material and 
structural properties of (HSFRC) 
conducted at the University of 

Technology(10,12,13) . Data from these 
three researches were obtained using 
the same materials and mix 
proportions. Because of this only 
these three researches were used in 
obtaining the effect of including 
fibers on the mechanical properties 
of HSFRC represented by the fiber 
factor (F). All other researches 
(References 4,5,7,12-22), in addition 
to this work were used to obtain the 
mechanical properties of HSC. 
Compressive strength 

12 control specimens of two 
types and two sizes were cast and 
tested, (150×300) mm and 
(100×200) mm cylindrical specimens 
were tested according to ASTM C39. 
In addition to 150mm and 100mm 
cube specimens were tested 
according to BS 1881. 

Based on these results, the 
compressive strength of HSFRC 

150cff ′  and 150cuff  (Fig's 1,2) may be 
estimated in terms of the 
compressive strength of plain 
concrete 150cf ′  and  150cuf  and the 
fiber factor (F) as follows: 
 

Fff ccf 0.6150150 +′=′ …...……   (2) 

Fff cucuf 8.2150150 += ....……   (3) 
     

From Fig's (1,2) and Eq's 2&3 
it can be seen that the effect of 
including fibers on compressive 
strength of cylindrical type 
specimens is approximately twice 
that of cubic specimens. 

The size effect and conversion 
factors are shown by Fig's (3-6). 
From these figures the following 
equations are observed: 
 

100150 94.0 cfcf ff ′=′         ...……   (4) 
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100150 90.0 cufcuf ff =        ...……   (5) 
 

150150 90.0 cufcf ff =′       ...……   (6) 
 

100100 83.0 cufcf ff =′       ..……   (7) 
Eq. 4 is close to the work by 

Carrasquillo etal(5) who stated an 
average factor close to 0.9. 
 
Axial and lateral strain, modulus 
of elasticity, and Poisson's ratio 

Axial and lateral strain were 
determined using 150×300mm 
cylinder according to ASTM C469. 
Modulus of elasticity and Poisson's 
ratio were also determined from this 
test. 

Fig. 7 represents the 
relationship between modulus of 
elasticity (Ec) and compressive 
strength cf ′  of plain HSC. From this 
figure and Fig. 8, which represent 
the effect of fibers on Ec , the 
following formula is derived by 
regression analysis: 
 

FfE ccf 3.22.4 150 −′= …   (8) 
 

From Eq. 8 and Fig. 8 it is 
clearly shown that introducing fibers 
into concrete matrix reduced the 
modulus of elasticity of HSFRC. 

Fig's (9,10) represent the 
relationship between axial strain and 

cf ′  for plain HSC and the effect of 
fiber on axial strain, respectively. 
From these two figures, the axial 
strain in terms of compressive 
strength and fiber factor can be 
estimated as follows: 
 

Ffccf 0004.00003.0 150 +′=ε   
                                     ...……   (9) 

  
Eq. 9 shows that addition of 

fibers slightly increases the peak 
axial strain which is in agreement 
with previous work(4). 

Poisson's ratio and its 
relationship with cf ′  and fiber factor 
can be shown by Fig's (11,12), 
respectively, hence: 
 

Ffcf 12.002.0 150 +′=ν …   (10) 
  

Eq. 10 shows that including 
fiber in the concrete matrix affects 
Poisson's ratio and increases it 
significantly. 
 
Splitting tensile strength 

Six control specimens of two 
sizes were cast, (150×300) mm and 
(100×200)mm cylindrical specimens. 
These specimens were tested 
according to ASTM C496 to 
determine the indirect tensile 
strength (splitting tensile strength). 

Fig. 13 shows the variation of 
fsp as a function of the concrete 
compressive strength cf ′  of plain 
HSC. A regression analysis provided 
the following relation: 
 

150150 47.0 csp ff ′=         ……   (11) 
 
The factor 0.47 obtained from this 
equation is less than the value given 
by Nilson(2) of 0.68, and that given 
by Wafa etal(4) of 0.58, for HSC. 

 
Table 1 and Fig. 14 show that 

the value of fsp of HSFRC depends 
also on the fiber factor and can be 
expressed as follows: 

 
Fff cspf 2.447.0 150150 +′=  

                                     ……     (12) 
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Fig. 15 shows the size effect 

on splitting tensile strength control 
specimens of 150×300mm and 
100×200mm cylinders. The 
relationship can be estimated as 
follows: 
 

100150 89.0 spfspf ff =          ……   (13) 
 
Modulus of rupture 

Three 100×100×400mm beam 
specimens (prism) were cast and 
tested using third point loading test 
according to ASTM C78. Table 1 
and Fig. 16 present the variation of 
the modulus of rupture fr as a 
function of the compressive strength 

cf ′  of plain HSC. A regression 
analysis of the test results provided 
the following equation: 
 

15093.0 cr ff ′=             ……   (14) 
   

The factor 0.93 obtained from 
this equation is higher than that 
obtained by ACI 318(23) of 0.63 for 
NSC and nearly similar to that by 
Nilson(2) of  0.9 for HSC. 

Table 1 and Fig. 17 show the 
effect of including fibers on fr. Using 
the experimental results, the value of 
frf of HSFRC may be as follows: 
 

Fff crf 5.493.0 150 +′= …   (15) 
 

From Eq. 15 it can be seen that 
the addition of fibers to the concrete 
matrix increased fr , significantly, in 
a similar manner to that of fsp . 
Conclusions 

Based on this work the 
following conclusions are drawn: 
 

1. Engineering properties of HSC 
are different from those of NSC. 
Therefore, equations used for 
NSC cannot be used any more to 
predict mechanical properties of 
HSC. 

2. Addition of 1.5 percent by 
volume of straight steel fibers 
resulted in a small increase of 6% 
in compressive strength, and 
resulted in an increase of 24.5% 
in modulus of rupture and 32% in 
splitting tensile strength; 
compared to an increase of 
17.5% in compressive strength, 
77% in modulus of rupture, and 
99% in splitting tensile strength; 
when using 1.5% volume fraction 
of hooked steel fiber. 

3. Compressive strength of HSFRC 
may closely be estimated from 
plain HSC using the following 
equations: 
 

Fff ccf 0.6150150 +′=′     

Fff cucuf 8.2150150 +=  
 
4. Modulus of elasticity of HSFRC 

may be closely estimated from 
plain HSC using the equation: 

 
FfE ccf 3.22.4 150 −′=  

5. Axial strain of HSFRC may be 
closely estimated using the 
equation: 

Ffccf 0004.00003.0 150 +′=ε
 

6. Poisson's ratio of HSFRC may be 
closely estimated using the 
following equation: 

Ffcf 12.002.0 150 +′=ν  
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7. Modulus of rupture of HSFRC 
may be closely estimated using 
the following equation: 

Fff crf 5.493.0 150 +′=  
 
8. Splitting tensile strength of 

HSFRC may be closely estimated 
from the following equation: 

Fff cspf 2.447.0 150150 +′=  
 
9. Smaller size control specimens 

may be cast and tested. The value 
of the larger size control 
specimens may be predicted from 
the conversion factors estimated 
in this work as follows: 

100150 94.0 cfcf ff ′=′     

100150 90.0 cufcuf ff =     

100150 89.0 spfspf ff =  
 
10.  The relationship between 

cylindrical and cubic specimens 
is as follows: 

 

150150 90.0 cufcf ff =′     

100100 83.0 cufcf ff =′     
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Notation 

 
bf Fiber bon factor, 

= 0.5 for straight fibers, 
= 0.75 for hooked fibers, 
=1.0 for duoform and crimped 
fibers. 

Ec Characteristic modulus of 
elasticity of concrete. 

Ecf Secant modulus of elasticity of 
HSFRC. 

F Fiber factor 

cf ′  
Characteristic compressive 
strength of concrete. 

150cf ′  Concrete compressive strength 
based on 150×300mm 
cylinders. 

100cf ′  
Concrete compressive strength 
based on 100×200mm 
cylinders. 

150cff ′  Fiber reinforced concrete 
compressive strength based on 
150×300mm cylinders. 

100cff ′  Fiber reinforced concrete 
compressive strength based on 
100×200mm cylinders. 

150cuf  Concrete compressive strength 
based on 150mm cubes. 

100cuf  Concrete compressive strength 
based on 100mm cubes. 

150cuff  
Fiber reinforced concrete 
compressive strength based on 
150mm cubes. 

100cuff  
Fiber reinforced concrete 
compressive strength based on 
100mm cubes. 

fr Concrete modulus of rupture. 
frf Modulus of rupture of HSFRC. 

150spf  
Concrete splitting tensile 
strength based on 150×300mm 
cylinders.  

100spf  
Concrete splitting tensile 
strength based on 100×200mm 
cylinders.  

150spff  Fiber reinforced concrete 
splitting tensile strength based 
on 150×300mm cylinders.  

100spff  Fiber reinforced concrete 
splitting tensile strength based 
on 100×200mm cylinders.  

L Fiber length. 
r2 Coefficient of determination R-

squared.  
Vf Fiber volume fraction in 

concrete matrix. 
εo Concrete strain at extreme 

compression fiber. 
εof Fiber reinforced concrete strain 

at extreme compression fiber. 
v Concrete Poisson's ratio. 
vf Fiber reinforced concrete 

Poisson's ratio.  
 
Abbreviations 
 
FRC Fiber reinforced concrete. 
NSC Normal-strength concrete. 
HSC High-strength concrete. 

PDF created with pdfFactory Pro trial version www.pdffactory.com

http://www.pdffactory.com
http://www.pdffactory.com


Eng.& Tech. Journal, Vol. 28, No.12, 2010             Mechanical Properties of High-Strength                            
Fiber Reinforced Concrete 

 
  

 
 

 

2448

HSFRC High- strength fiber 
reinforced concrete. 

 
References 
 [1]. ACI Committee 363, "State Of 

the Art Report on High-
Strength Concrete", (ACI 
363R-84), American concrete 
Institute, Detroit, 1984, 48 PP. 

[2]. Nilson, A. H. , "Design 
implications of current 
research on high-strength 
concrete", High-Strength 
Concrete, ACI SP-87, 
American Concrete Institute, 
Detroit, 1987, pp. 85-109.  

[3]. Swamy, R. N. , "High-Strength 
Concrete- Material Properties 
and Structural Behavior", 
High-Strength Concrete, ACI 
Publication, SP-87, 1987,          
pp. 110-146. 

[4]. Wafa, F.F. ; and Ashour, S. A. , 
"Mechanical properties of 
high-strength fiber reinforced 
concrete", ACI Materials 
Journal, V. 89, No. 5, Sep.-
Oct. 1992, pp. 449-455. 

[5]. Carrasquillo, R. L. ; Nilson, A. 
H. ; and Slate, F. O. , 
"Properties of High-Strength 
Concrete Subjected to Short 
Term Loads", ACI Journal, 
Proceedings V.78, No. 3, May-
June 1981, pp. 171-178. 

[ 6]. Swamy, R. N. , "Properties of 
high-strength concrete", 
Cement, Concrete, and 
Aggregates, V. 8, No. 1, 
Summer 1986, pp. 33-41. 

[7].Martines, S. ; Nilson A. H. ; and 
Slate, F. O. , "Spirally 
Reinforced High-Strength 
Concrete columns", ACI 
Journal, Proceddings V. 81, 
No. 5, Sep.- Oct. 1984, pp. 
431-442. 

[8].Slate, F. O. ; Nilson A. H. ; and 
Martines, S. , "Mechanical 
Properties of High-Strength 
Lightweight Concrete", ACI 
Journal, Proceedings V. 83, 
No. 4, July-Aug. 1986, pp. 
606-613. 

[9]. Naaman, A. E. ; and Homrich, J. 
R. , "Properties of High-
Strength Fiber Reinforced 
Concrete", High-Strength 
Concrete, SP-87,  American 
Concrete Institute, Detroit, 
1985, pp. 233-249. 

[10].Al-Azzawi, Zaid M. , " 
Capacity of High-Strength 
Fiber-Reinforced Beam-
Column Joints", MSc Thesis, 
University of Technology, 
Baghdad, Iraq, Dec. 1997, 178 
PP. 

[11]. ACI Committee 363, "Research 
needs for high-strength 
concrete", (ACI 363-IR-87), 
ACI Materials Journal, V. 84, 
No. 6, Nov.-Dec. 1987,           
pp. 559-561. 

[12].Bunni, Z. J. , "Shear in high-
strength fiber reinforced 
concrete beams", MSc thesis, 
University of Technology, 
Baghdad, 1998, 156 PP. 

[13]. Obaidi, L. A. , "Direct shear 
strength of high-strength fiber 
reinforced concrete", MSc 
thesis, University of 
Technology, Baghdad, 1998, 
120 PP. 

[14]. Heidayet, Ahmad. , "Behavior 
and strength of high-strength 
fiber reinforced corbels 
subjected to monotonic or 
cyclic (repeated) loading", 
PhD thesis, University of 
Technology, Baghdad, 1998.  

[15]. Ashour, S. A. ; Hasanain, G. S.; 
and Wafa, F. F. , "Shear 

PDF created with pdfFactory Pro trial version www.pdffactory.com

http://www.pdffactory.com
http://www.pdffactory.com


Eng.& Tech. Journal, Vol. 28, No.12, 2010             Mechanical Properties of High-Strength                            
Fiber Reinforced Concrete 

 
  

 
 

 

2449

behavior of high-strength fiber 
reinforced beams", ACI 
Structural Journal, V. 89, No. 
2, Mar.-April 1992, pp. 176-
184. 

[16]. Said, G. H. , "Moment-
curvature relationship for 
concrete beams reinforced 
with steel fibers", MSc thesis, 
University of Technology, 
Baghdad, Oct. 1990, 120 PP. 

[17]. Bunni, Z. K. , "The effect of 
shear span to depth ratio on the 
shear strength of high-strength 
concrete beams", MSc thesis, 
University of Technology, 
Baghdad, 1994, 120 PP. 

[18]. Abdullah, A. M. , "Shear 
strength of high-strength 
concrete beams", MSc thesis, 
University of Technology, 
Baghdad, 1987, 117 PP. 

19. Lessard, M. ; Challal, O.; and 
Aïtcin, P. , "Testing high-
strength concrete compressive 
strength", ACI Materials 
Journal, V. 90, No. 4, July-
Aug. 1993, pp. 303-308. 

[20]. Kaar, P. H. ; Hanson, N. W. ; 
and Capell, H. T. , "Stress-
strain characteristics of high-
strength concrete", Douglass 
McHenry International 
Symposium on Concrete and 
Concrete Structures, SP-55,  
ACI, Detroit, 1978, pp. 161-
185. 

[21]. Perenchio, W. F. ; and Klieger, 
P. , "Some physical properties 
of high-strength concrete", 
Research and Development 
Bulletin No. RDO56.01T, 
Portland Cement Association, 
Skokie, 7 PP. 

[22]. Pauw, A. , "Static modulus of 
elasticity of concrete as 
affected by density", ACI 

Journal, Proceedings V. 57, 
No. 6, Dec. 1960, pp. 679-688. 

 
[23]. ACI Committee 318, "Building 

Code Requirements for 
Structural Concrete (ACI 
318M- 99 / ACI 318 RM- 
99)", American Concrete 
Institute,      1999, 393 PP.  

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

PDF created with pdfFactory Pro trial version www.pdffactory.com

http://www.pdffactory.com
http://www.pdffactory.com


Eng.& Tech. Journal, Vol. 28, No.12, 2010             Mechanical Properties of High-Strength                            
Fiber Reinforced Concrete 

 
  

 
 

 

2450

 
 
 
 
 
 
 
 

 
 
 
 
 
 
 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

T
able 1- M

echanical properties of H
SFR

C
 tested by R

eference 10.*
 

* T
he variables w

ere type and volum
e fraction of steel fibers.

 

PDF created with pdfFactory Pro trial version www.pdffactory.com

http://www.pdffactory.com
http://www.pdffactory.com


Eng.& Tech. Journal, Vol. 28, No.12, 2010             Mechanical Properties of High-Strength                            
Fiber Reinforced Concrete 

 
  

 
 

 

2451

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

PDF created with pdfFactory Pro trial version www.pdffactory.com

http://www.pdffactory.com
http://www.pdffactory.com


Eng.& Tech. Journal, Vol. 28, No.12, 2010             Mechanical Properties of High-Strength                            
Fiber Reinforced Concrete 

 
  

 
 

 

2452

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

PDF created with pdfFactory Pro trial version www.pdffactory.com

http://www.pdffactory.com
http://www.pdffactory.com


Eng.& Tech. Journal, Vol. 28, No.12, 2010             Mechanical Properties of High-Strength                            
Fiber Reinforced Concrete 

 
  

 
 

 

2453

 
 
 
 
 
 
 
 
 
 
 

PDF created with pdfFactory Pro trial version www.pdffactory.com

http://www.pdffactory.com
http://www.pdffactory.com

